SCHOTT

FDS Fibers

Material: Fluorine Doped Fused Silica (FDS)

Characteristics: Low OH. Performs good in UV spectrum, but better in the IR.

Specifications: Numerical Aperture NA: 0.22 (+/-.02)
Acceptance angle: 25° (+/-2°)
Fiber diameter (um): 240
Bundle length: Quoted

Spectral Transmission for 1 M Bundle, Fiber Type FDS Low OH

60

50 /_/-‘—’_\/\ /S I N ﬁv\’_\/\

40

30

Transmission (%)

20

10

200 400 600 800 1000 1200 1400 1600 1800 2000 2200 2400
Wavelength (nm)

SCHOTT



Product improvements may result in specification
or feature changes without notice.

FDS Fibers

Material: Fluorine Doped Fused Silica (FDS)

Characteristics: High OH. Performs best in the UV spectrum.
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o Specifications: Numerical Aperture NA: 0.22 (+/-.02)
o Acceptance angle: 25° (+/-2°)
2 Fiber diameter (um): 107, 240
g Bundle length: Quoted
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Spectral Transmission for 1 M Bundle, Fiber Type FDS High OH
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Fiber Optics Fiber Optics
SCHOTT GLAS SCHOTT North America, Inc.
P.O. Box 2480 62 Columbus Street
55014 Mainz Auburn, NY 13021-3137
Germany USA

Phone: +49(0)6131/66-0

Fax: +49(0)6131/66-7850
E-mail: fiberoptics.info@schott.com
www.schott.com/fiberoptics

Phone: +1315/255-2791

Fax:  +1315/255-2695

E-mail: fiberoptics.auburn@us.schott.com
www.us.schott.com/fiberoptics
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